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§57.02-5

the Officer in Charge, Marine Inspec-
tion, prior to conducting performance
or procedure qualification tests, and
arrange a suitable time and place for
conducting the tests, so that a marine
inspector may be present.

[CGFR 68-82, 33 FR 18872, Dec. 18, 1968, as
amended by CGD 74-102, 40 FR 27460, June 30,
1975. Redesignated by CGD 88-032, 56 FR
35823, July 29, 1991]

§57.02-5 Filler metals.

(a) Except as provided for in para-
graph (b) of this section, when filler
metal is used in a welded fabrication
that is required to meet the require-
ments of this part the filler metal must
be one that has been approved by the
American Bureau of Shipping.

(b) In instances where a fabricator
desires to use a filler metal which has
not been approved by the American Bu-
reau of Shipping the approval of the
filler metal can be made by the Officer
in Charge, Marine Inspection on the
basis of the fabricator passing the weld
procedure qualification tests as out-
lined in this part. This alternate means
of approval applies to wire-gas and
wire-flux combinations as well as to
stick electrodes. Filler metal approvals
given in this manner will extend only
to the specific fabricator to whom they
are granted.

[CGD 74-102, 40 FR 27460, June 30, 1975. Redes-
ignated by CGD 88-032, 56 FR 35823, July 29,
1991]

Subpart 57.03—Procedure
Qualifications

§57.03-1 General requirements.

(a) (Modifies QW 201 and QB 201). In
order to obtain Coast Guard approval
of a weld procedure to be used on weld-
ed fabrication that is required to meet
the requirements of this part each
manufacturer or contractor must do
the following:

(1) Each manufacturer or contractor
must submit to the cognizant Officer in
Charge, Marine Inspection, for ap-
proval, a welding or brazing procedure
specification for the particular welding
or brazing process to be used. The weld-
ing or brazing procedure specification
must include a sketch showing joint
preparation. Suggested forms showing
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the information which is required in
the welding or brazing procedure speci-
fication are in QW 480 and QB 480 of
section IX of the ASME Code.

(2) Each manufacturer or contractor
must submit to the cognizant Officer in
Charge, Marine Inspection, for ap-
proval, the results of the physical tests
required by section IX of the ASME
Code.

(b) (Modifies QW 202.1 and QW 451).
To obtain approval of the welding pro-
cedure, fabricators desiring to use any
welding process for applications involv-
ing temperatures below —18 °C (approx.
0 deg;F) must conduct a procedure
qualification test in accordance with
the requirements of paragraph (a) of
this section and the following addi-
tional requirements:

(1) The test piece must be large
enough so that sufficient material is
available for the tests prescribed in QW
451 of the ASME Code, plus toughness
tests and a macro-etch specimen.

(2) To obtain approval the fabricator
must conduct toughness tests and qual-
ify in accordance with §54.05 of the sub-
chapter. Results of toughness tests
must be submitted for approval to the
cognizant Officer in Charge, Marine In-
spection.

(3) The macro-etch specimen must be
submitted with the test results re-
quired by paragraph (a) of this section.
Macro-etch specimens must not be ob-
tained by flame or arc cutting from the
test piece. Weld reinforcement must re-
main in place unless the production
welds are to be machined or ground.
Backing rings must also be left in place
unless they are to be removed in pro-
duction.

(4) Low temperature procedure quali-
fication thickness ranges are as indi-
cated in Table 57.03-1(b).

TABLE 57.03-1(B)—LOW TEMPERATURE WELD
PROCEDURE QUALIFICATION THICKNESS RANGES

Range of thickness
of materials qualified
Thickness, “t” of test plate or pipe as | by test plate or pipe

welded (inches) (inches)

Minimum | Maximum

Y16 to ¥s, inclusive Y16 ¥s
Over ¥s but less than %a .. *¥g Ya
%4 to 3, inclusive Ya **t

*For thicknesses less than %s inch, the thickness of the test
plate or pipe is the minimum thickness qualified.
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**Where “t” is the thickest material over ¥4 inch to be used
in production.

(5) The limits for heat input produc-
tion, as measured in Joules/inch, must
be at or below the maximum heat input
applied to the procedure test plate. The
word ‘“‘maximum’ must not be inter-
preted as either nominal or average.

(c) [Reserved]

(d) For quenched and tempered
steels, the Commandant may prescribe
special testing to assure that the weld-
ing procedure produces weldments
which are not prone to low energy frac-
ture through the heat affected zone.

(e) Welding procedures that utilize
type E 6012, E 6013, E 6014, E 6024, E
7014, or E 7024 electrode will be ap-
proved only for the specific type, size,
and brand electrode used. If a different
type, size, or brand of electrode is used,
a new procedure qualification test
must be conducted.

(f) Welding or brazing procedure ap-
provals cannot be transferred from one
plant to another plant of the same
company or from one company to an-
other.

(9) (Modifies QW 253, QW 254, and QW
255). Item QW 402.4 is an essential vari-
able for all procedure specifications.

[CGD 74-102, 40 FR 27461, June 30, 1975]

Subpart 57.04—Procedure
Qualification Range

§57.04-1 Test specimen requirements
and definition of ranges (modifies
QW 202, QW 210, QW 451, and QB
202).

The type and number of specimens
that must be tested to qualify an auto-
matic, semiautomatic, or manual pro-
cedure specification shall be in accord-
ance with QW 202, QW 210, or QB 202 of

§57.05-3

the ASME Code as applicable, except as
supplemented by 8§§57.03-1(b) and 57.03-
1(d).

[CGD 74-102, 40 FR 27461, June 30, 1975]

Subpart 57.05—Performance
Qualifications

§57.05-1 General.

(a) This subpart supplements the var-
ious paragraphs in section IX of the
Code dealing with Performance Quali-
fications (see §57.02-2).

[CGFR 69-127, 35 FR 9980, June 17, 1970]

§57.05-2 Transfer of
qualifications.

(@) The performance qualification
records of a welder may be transferred
from one plant to another of the same
company or from one company to an-
other company provided the following
requirements are met:

(1) The transfer is authorized by the
cognizant Officer in Charge, Marine In-
spection;

(2) A copy of the qualification test
records of each welder together with
employment records and identification
data are transferred by the plant or
company which qualified the welder to
the new plant or company; and,

(3) The new plant or company accepts
the welder as qualified.

performance

§57.05-3 Limited space qualifications.

When a welder is to be qualified for
welding or torch brazing of piping on
board ship in a limited or restricted
space, the space restrictions shown in
connection with Figure 57.05-3(a) or (b)
shall be used when welding and brazing
the test joint.
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